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The resonant circular photogalvanic effect is observed in wurtzite �0001�-oriented GaN low-dimensional
structures excited by infrared radiation. The current is induced by angular-momentum transfer of photons to the
photoexcited electrons at resonant intersubband optical transitions in a GaN/AlGaN heterojunction. The signal
reverses upon the reversal of the radiation helicity or, at fixed helicity, when the propagation direction of the
photons is reversed. Making use of the tunability of the free-electron laser FELIX, we demonstrate that the
current direction changes by sweeping the photon energy through the intersubband resonance condition, in
agreement with theoretical considerations.
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I. INTRODUCTION

Wide band-gap GaN has been extensively investigated for
applications as blue and ultraviolet light sources1 as well as
for high-temperature and high power electronic devices.2–4

The commercial fabrication of blue and green light-emitting
diodes �LEDs� has led to well-established technological pro-
cedures of epitaxial GaN preparation and sparked great re-
search activity on the properties of heterostructures based on
GaN and its alloys with AlN and InN. Most recently two-
dimensional �2D� GaN attracted growing attention as a po-
tentially interesting material system for semiconductor spin-
tronics since, when doped with manganese, it is expected to
become ferromagnetic with a Curie temperature above room
temperature,5 and when gadolinium doped, it may offer an
opportunity for fabricating magnetic semiconductors.6–9

Also, it is interesting since GaN-based structures show long
spin-relaxation times10 and considerable Rashba spin
splitting11 due to strong built-in electric fields. First indica-
tions of substantial spin-orbit splitting came from the obser-
vation of the circular photogalvanic effect �CPGE� �Refs. 12
and 13� in GaN heterojunctions at Drude absorption of tera-
hertz radiation14 and was then confirmed by magnetotrans-
port measurements yielding a value for the Rashba splitting
of about 0.3 meV at the Fermi wave vector.15–17 Making use
of interband absorption, the investigations of the CPGE were
extended to GaN quantum wells �QWs� as well as to low-
dimensional structures under uniaxial strain, confirming the
Rashba character of the spin splitting.18–20

In this paper we report on the observation of the resonant
CPGE due to intersubband transitions and present the phe-
nomenological theory as well as the microscopic model of
this phenomenon. We demonstrate that variation in the pho-
ton energy in the vicinity of the resonance results in a change
of sign of the photocurrent. This proves the dominant contri-
bution to the total current from the asymmetry in momentum
distribution of carriers excited in optical transitions. We ana-
lyze spin-dependent as well as spin-independent mechanisms

giving rise to a resonant photocurrent and demonstrate that,
in spite of the weak spin-orbit interaction, the resonant
CPGE in GaN is mostly caused by the spin-dependent
mechanism.

II. SAMPLES AND EXPERIMENTAL METHODS

Experiments were carried out on GaN /Al0.3Ga0.7N het-
erojunctions grown by metal-organic chemical-vapor deposi-
tion �MOCVD� on C�0001�-plane sapphire substrates �for
details of growth, see Ref. 14�. The thickness of the AlGaN
layers was varied between 30 and 100 nm. An undoped 33-
nm-thick GaN buffer layer grown under a pressure of 40 Pa
at temperature of 550 °C was followed by an undoped GaN
layer ��2.5 �m� grown under 40 Pa at 1025 °C; the un-
doped Al0.3Ga0.7N barrier was grown under 6.7 Pa at
1035 °C. The mobility and density in the two-dimensional
electron gas measured at room temperature are �
�1200 cm2 /V s and Ne�1013 cm−2, respectively. To mea-
sure the photocurrent two pairs of contacts were centered at
opposite sample edges with the connecting lines along the

axes x � �112̄0� and y � �1̄100� �see inset in the top of Fig. 1�.
In order to resonantly excite transitions between the size-
quantized subbands e1 and e2, and to obtain a measurable
photocurrent, it was necessary to have a tunable high power
radiation source for which we used the free-electron laser
“FELIX” at FOM-Rijnhuizen in the Netherlands operating in
the spectral range between 8 and 15 �m.21 The output
pulses of light from FELIX were chosen to be about 3 ps
long, separated by 40 ns, in a train �or “macropulse”� of
duration of 7 �s. The macropulses had a repetition rate of 5
Hz. The linearly polarized light from FELIX was converted
into left-handed ��−� and right-handed ��+� circularly polar-
ized radiations by means of a Fresnel rhomb. A rotation of
the optical axis of the Fresnel rhomb’s plate by an angle �
with respect to the laser radiation polarization plane results
in a variation in the radiation helicity as Pcirc=sin 2�. Here
the angle �=0 corresponds to the setting where the position
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of the polarizer optical axis coincides with the incoming la-
ser polarization. Radiation is applied at oblique incidence
described by an angle of incidence �0 varying from −15° to
+15° �see the top inset to Fig. 1�.

III. EXPERIMENTAL RESULTS AND
PHENOMENOLOGICAL DESCRIPTION

On illumination of the low-dimensional structures by cir-
cularly polarized radiation at room temperature at oblique
incidence in �xz� plane, we observed a current signal in the y
direction perpendicular to the plane of incidence �Fig. 1�.
The current reverses its direction by switching the sign of the
radiation helicity. Signals in response to the left-handed and
right-handed polarized radiations are shown in the lower in-
set of Fig. 1. Using short 3 ps pulses of FELIX we observed
that the response time was determined by the time resolution
of our setup which therefore sets an upper limit to the re-
sponse time. This fast response is typical for photogalvanics,
where the signal decay time is expected to be of the order of
the momentum relaxation time12,13,22 being in our samples at
room temperature, typically about 0.1 ps. Figure 2 demon-
strates the dependences of the photocurrent on the angle �
for two angles of incidence �0= �15°. The photocurrent sig-

nals generated in the unbiased devices were measured via an
amplifier with a response time of the order of 1 �s, i.e.,
averaged over the macropulse. The current closely follows
the radiation helicity Pcirc=sin 2�. The signal proportional to
the helicity was only observed under oblique incidence. The
current vanishes for normal incidence and changes its polar-
ity when the incidence angle changes its sign �see Fig. 2�.
The photocurrent in the layer flows always perpendicularly
to the direction of the incident light propagation and its mag-
nitude does not change by rotating the sample around the
growth axis.

Investigating the spectral dependence of the photocurrent,
we observed that for both left- and right-handed circular po-
larizations the current changes sign at a photon energy ��
�93 meV �see Fig. 1�. Figure 1 also shows that the spectral
behavior of the current can be well described by the sum of
the derivative of the Lorentzian-type absorption spectrum
and an additional contribution proportional to the absorption
spectrum itself.

Due to quantum confinement the studied 2D GaN struc-
tures have C3v symmetry.23 A phenomenological analysis for
the C3v point-group symmetry relevant to the structures un-
der study shows that the � dependence of the transverse
photogalvanic current density j under excitation at oblique
incidence in �xz� plane is given by23

jy��� = E0
2tpts sin ��� sin 2� −

	

2
sin 4�	 . �1�

Here E0 is the amplitude of the electromagnetic wave, � is
the refraction angle related to the incidence angle �0 by
sin �=sin �0 /n�, where n� is the refractive index, and ts and
tp are the Fresnel amplitude transmission coefficients from
vacuum to the structure for the s- and p-polarized light,
respectively.24 The coefficient � is a component of the
second-rank pseudotensor � which describes the helicity-
dependent current, comprising the CPGE and the optically
induced spin-galvanic effect,25 and 	 is a component of the
third-rank tensor � describing the linear photogalvanic
effect.12,13,23 In systems of C3v symmetry the tensor � has

FIG. 1. Spectral dependence of the transversal photocurrent Jy

measured at room temperature at oblique incidence in the �xz� plane
��0=15°� for right-handed circularly polarized radiation. The data
were obtained by the free-electron laser FELIX �dots� and trans-
versely excited atmosphere �TEA� CO2 laser �square�. The radiation
power used for these measurements was about 35 kW for the CO2

laser and about 100 kW for FELIX. The magnitude of the current
measured at FELIX is fit, at this plot, to that obtained with the CO2

laser, assuming that the current depends linearly on the radiation
power at used power level. The solid line represents a fit by the sum
of asymmetrical and symmetrical contributions to Eq. �2� shown,
respectively, by dotted and dashed lines. The inset in the bottom
corner shows the temporal structure of the current in response to the
circularly polarized radiation of FELIX. The inset in the upper cor-
ner demonstrates the experimental geometry.

FIG. 2. Photocurrent as a function of the angle � measured at
oblique incidence ��0= �15°� in the transverse geometry. The data
were obtained in close circuit configuration applying TEA CO2 la-
ser operating at a wavelength 
=10.57 �m and power P
�35 kW. Solid lines are fits of the photocurrent to Eq. �1� at
� /	=1.4. The two contributions to Eq. �1� proportional to the con-
stants 	 and � are shown by dashed and dotted lines, respectively.
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one linearly independent component, namely, �xy =−�yx
�.
Thus, the CPGE current flows always perpendicularly to the
plane of incidence. The components of the tensor � are given
by 	
	xxz=	yyz, where z � �0001� is the C3 axis. We take into
account that the second linearly independent component of �
in C3v systems is much smaller than 	 so that the corre-
sponding photocurrent is negligible at oblique incidence.23

The fits of the experiment to Eq. �1� at � /	=1.4 are
shown in Fig. 2 for �0= �15° by solid lines, demonstrating a
good agreement with the experimental data. Figure 2 shows
that the dominant contribution to the photocurrent is due to
the helicity-dependent current given by the first term on the
right-hand side of Eq. �1�. The fact that the magnitude of the
photocurrent does not change by rotating the sample around
the growth axis is in agreement with the fact that, in struc-
tures of C3v symmetry, the tensor � has one linearly inde-
pendent component.

IV. MICROSCOPIC MODELS AND DISCUSSION

Two microscopic mechanisms are known to give rise to
helicity-dependent currents exhibiting sign reversal for pho-
ton energies matching the energy separation between size-
quantized subbands. The first is caused by an asymmetry of
the momentum distribution of carriers excited by direct op-
tical transitions in the system with the Rashba splitting of
energy subbands.12,13 Spectral inversion at resonance is a
characteristic feature of this CPGE mechanism and has also
been observed in GaAs QWs.26,27 The second mechanism is
of orbital nature and spin independent. It is caused by the
quantum-mechanical interference of various pathways in
Drude absorption.28 This effect has most recently been dem-
onstrated in silicon metal-oxide-semiconductor field-effect
transistor �Si-MOSFET� inversion layers, where spin-
dependent mechanisms are absent due to vanishingly small
spin-orbit interaction in silicon.29 The spectral inversion in
orbital mechanism is caused by a difference of the virtual
states in the excited subband needed for the pathway with
direct virtual optical transitions. Below we considered both
mechanisms and compared their contributions to the total
photocurrent.

The spin-dependent mechanism of the CPGE caused by
direct intersubband transitions at oblique incidence is illus-
trated in Fig. 3 for �+ radiation. In C3v symmetry the ��xky
term in the Rashba Hamiltonian splits the subbands in the ky
direction into two spin branches with the spin projection of
�1 /2 oriented along x. Due to selection rules, such as in
�001�-grown GaAs QWs of C2v symmetry, the absorption of
circularly polarized radiation is spin conserving.26 It turns
out that, however, under oblique excitation with circularly
polarized light, the rates of intersubband transitions are dif-
ferent for electrons with the spin oriented parallel and anti-
parallel to the in-plane direction of light propagation.26 This
is depicted in Fig. 3 by vertical arrows of different thick-
nesses. In systems with k-linear spin splitting such processes
lead to an asymmetrical distribution of carriers in k space,
i.e., to an electrical current. The inversion of photon helicity
driven current is a direct consequence of k-linear terms in the
band structure of subbands together with energy and momen-

tum conservations as well as optical selection rules for direct
optical transitions between size-quantized subbands. At pho-
ton energy ��1�21 of right circularly polarized radiation,
the most intense optical transition occurs at negative ky re-
sulting in a current jy shown by an arrow in Fig. 3�a�. Here
21 is the intersubband energy separation. Increase in the
photon energy shifts the transition toward positive ky and
reverses the direction of the current �see Fig. 3�b��. In the
frame of this model the sign reversal of the current takes
place at the photon energy ��=21 corresponding to optical
transitions at k=0. The CPGE current at direct intersubband
transitions is given by26

jspin = ���1 − �2�
e

�

IPcirc

��

����p
�1� − �p

�2��Ē
d�21����

d��
+ �p

�2��21����� . �2�

Here �1,2 are the Rashba constants for electrons in the first
and second subbands, the factor � describes monopolar spin
orientation of carriers under resonant transitions, �p

�1� and �p
�2�

are the momentum relaxation times in the initial and final

states of optical transition, Ē is the average kinetic energy of
carriers, and �21���� is the intersubband absorbance which,
in the model of an infinitely deep rectangular quantum well,
is given by12

�21���� =
512

27�

Nee
2�

cmn�

�

�21 − ���2 + �2 ,

where m is the electron effective mass and � is the peak
width. The two dimensional electron gas �2DEG� in GaN
structures is almost degenerate even at room temperature due

to the large Fermi energy: Ē�100 meV�kBT. Therefore, in
contrast to GaAs-based structures, the optical phonon emis-

FIG. 3. Microscopic picture describing the origin of the CPGE
and its spectral sign inversion in C3v point-group samples. �a� Ex-
citation at oblique incidence with �+ radiation of �� less than the
subband energy separation 21 induces direct spin-conserving tran-
sitions �vertical arrows�. The rates of these transitions are different
as illustrated by the different thicknesses of the arrows �reversing
the angle of incidence mirrors the thickness of the arrows�. This
leads to a photocurrent due to an asymmetrical distribution of car-
riers in k space if the splitting of the e1 and e2 subbands are not
equal. �b� Increasing of the photon energy shifts more intensive
transitions to the right and less intensive to the left, resulting in a
change of the photocurrent sign.
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sion by photoexcited electrons in the e2 subband is sup-
pressed �also due to the high frequency of the optical phonon
in GaN�. As a result, both initial and final states have mo-
mentum relaxation times of the same order so that both sym-
metrical ���21����� and asymmetrical ��d�21 /d����� terms
give comparable contributions to the CPGE.

The orbital mechanism of the CPGE is caused by Drude-
type absorption which is usually rather small at infrared fre-
quencies used in the experiment. However, its contribution to
the total photocurrent may be comparable with the spin-
dependent mechanism, and therefore, should be analyzed.
Following Refs. 28 and 29 the orbital mechanism of the
CPGE is described by

jorb = �z21
4��e3Ne

�cmn�

21

21
2 − ����2 IPcirc, �3�

where � is the factor of scattering asymmetry, and ��1.28

We note that the divergency in Eq. �3� is eliminated due to
homogeneous and/or inhomogeneous broadening of the reso-
nance. As a result, the photocurrent vanishes at the reso-
nance. This equation shows that the CPGE due to the orbital
mechanism also changes the photocurrent sign for photon
energies matching the energy separation.

To compare spin-dependent and orbital contributions to
the CPGE, we have taken magnitudes of the photocurrent at
the wings of the absorption contour ���−21=��. Equa-
tions �2� and �3� gave an estimate for the ratio of the contri-
butions as

jspin/jorb �
�

�

��1 − �2���p
�1�

�z21

Ē

21
.

The factor � describing monopolar spin orientation of carri-
ers under resonant transitions with account for both crystal
��cr� and spin-orbit ��� splittings of the valence band pro-
vided ���cr�Eg �Eg is the fundamental energy gap� is
given by

� =
21�

3Eg
2 .

It can be estimated for investigated GaN-based structures as
��0.03. This substantially smaller value of � in GaN struc-

tures compared to GaAs QWs is caused by a small spin-orbit
interaction in the nitrogen atom, yielding � /Eg�10−3 for
GaN. Taking 21=100 meV and �=6 meV from the photo-
current spectrum, z21=10 Å,30

�1−�2��1�10−10 eV cm,15,16 and �=10−2 as in Ref. 29,
we obtained that the spin-dependent contribution to CPGE
caused by resonant direct transitions is about five times
larger than the CPGE due to the orbital mechanism caused
by quantum interference in Drude absorption.

This conclusion is also supported by the shape of the
CPGE spectrum. Indeed, Fig. 1 shows that the shape of the
spectrum is substantially asymmetric. The orbital mechanism
described by Eq. �3� yields only a slight asymmetry while for
the spin-dependent mechanism in GaN structures, we ob-
tained that the photocurrent is a superposition of comparable
symmetric ���21����� and asymmetric ��d�21 /d����� parts
�Eq. �2��. Figure 1 shows that Eq. �2� describes well the
whole spectral behavior. We note that, when considering the
spin-dependent contribution to the helicity-dependent photo-
current, one should also take into account a possible admix-
ture of the spin-galvanic effect which is proportional to the
radiation absorbance and Pcirc. The interplay between CPGE
and the spin-galvanic effect caused by resonant intersubband
transitions has been reported for GaAs QWs.27

To summarize, we demonstrated that, in GaN low-
dimensional structures, resonant intersubband transitions re-
sult in a circular photogalvanic effect with a dominant con-
tribution by the spin-dependent mechanism. The specific
feature of the resonant CPGE in GaN heterojunctions is that
the symmetric and asymmetric components of the photocur-
rent have comparable strengths.
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