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Cyclotron-resonance-assisted photon drag effect in InSb/InAlSb quantum wells
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We report on the observation of the cyclotron-resonance-assisted photon drag effect. Resonant
photocurrent is detected in InSb/InAlSb quantum wells structures subjected to a static magnetic
field and excited by terahertz radiation at oblique incidence. The developed theory based on Boltz-
mann’s kinetic equation is in a good agreement with the experimental findings. We show that the
resonant photocurrent originates from the transfer of photon momentum to free electrons drastically
enhanced at cyclotron resonance.
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INTRODUCTION

Indium antimonide based quantum well (QW) struc-
tures exhibiting the highest room temperature electron
mobility of any semiconductors are considered as a
prospective material for the next generation of electronic
devices being of particular interest for such applications
as high mobility transistors [1] and ballistic transport
based electronics. [2–4] Apart from the high mobility
caused by the small effective electron mass, these nanos-
tructures are also characterized by large dielectric con-
stant, enhanced Landé g-factor and a strong spin-orbit
coupling, [5–7] making them particularly interesting for
the studies of spin physics. Whereas electronic transport
in InSb/AlInSb heterostructures has been investigated
in depth, less is known about their optoelectronic prop-
erties. At the same time, already the first experiments
have demonstrated that the photocurrents excited by in-
frared/terahertz radiation give an access to the Rashba
spin-splitting of the conduction band [8], results in a
spin-dependent electron transport [9–11], prove the high
polarization-dependent spin susceptibility and enhanced
electron-electron exchange interaction [9]. Photoelectric
effects have been also shown to be an effective way to
inject spin polarized electric currents and to study the
anisotropy of the band spin-splitting [12]. Being caused
by the absorption of electromagnetic radiation, photocur-
rent generation efficiency can be strongly enhanced under
resonant absorption conditions. In particular, cyclotron
resonance (CR) serves as an effective tool to magnify the
photoresponse. Textbook CR experiments on bulk InSb
crystals excited by terahertz radiation[13] and more re-
cent results on InSb-based QWs[14–16] reveal that the
radiation absorption can be increased tenfold and CR,
due to very small effective mass, emerges at low mag-
netic field of a few Tesla.
Here, we report on the observation and detailed study

of the cyclotron-resonance-assisted photocurrent induced
by terahertz laser radiation in InSb/AlInSb QWs. We
show that, in (001)-grown QWs, the photocurrent can
be excited at oblique incidence only. Applying radiation
with the frequency of about 2.5THz, the photocurrent
enhancement by more than 50 times is detected at the
magnetic field of about 2T as compared to the photocur-
rent excited at zero field. Both the resonance position
and the enhancement factor correlate well with those of
the optical transmission measurements clearly indicat-
ing the CR absorption. The developed theory, being in
a good agreement with experimental findings, demon-
strates that the electric current originates from the trans-
fer of photon momentum to free electrons, that is the
photon-drag effect.

SAMPLES AND EXPERIMENTAL TECHNIQUES

The experiments are carried out on 30 nm wide InSb
QW structures grown on (001)-oriented semi-insulting
GaAs substrates by molecular beam epitaxy. The lower
barrier of the well consists of In0.9Al0.1Sb while the top
barrier is In0.85Al0.15Sb containing a Te δ-doping layer.
The QW hosts a two-dimensional electron gas (2DEG)
with a carrier density of ns = 5 × 1011 cm−2 and a mo-
bility of µ = 1 × 105 cm2/Vs at 77K. The samples are
square shaped with a length of 5 mm. The sample edges
are oriented along the x ‖ [11̄0] and y ‖ [110] crystal-
lographic axes. Four ohmic contacts fabricated at the
middle of each sample edge allow us to probe the pho-
tocurrent in x- and y-directions (see the inset in Fig. 1).
To generate photocurrents in unbiased samples we ap-

plied cw or pulsed terahertz (THz) laser systems. As a
source of cw radiation, a CH3OH laser [17] operating at
the frequency 2.54THz (photon energies ~ω = 10.4meV)
was used. The incident power P ≈ 0.5mW at the sam-
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ple was modulated at 800Hz by an optical chopper. The
radiation at oblique incidence was focused in a spot of
about 1.5mm diameter at the center of sample. The
spatial beam distribution had an almost Gaussian pro-
file which was measured by a pyroelectric camera.[18]
The electric field E of linearly polarized laser radiation
was oriented either parallel (p-polarization) or perpen-
dicularly (s-polarization) to the plane of incidence. Note
that in the latter case, the electric field vector lied in the
QW plane. For the pulsed radiation, an NH3 laser[19, 20]
operating at the frequencies f = 1.07, 2.03, and 3.31THz
(~ω = 4.4, 8.4, and 13.7meV, respectively) was applied.
The laser generates single pulses with a duration of about
100ns, peak power of P ≈ 5 kW, and a repetition rate
of 1Hz. The radiation power was controlled by the THz
photon drag detector.[21] A typical spot diameter was
from 1 to 3mm. The beam had an almost Gaussian
shape, which was measured by the pyroelectric camera.
The geometry of the experiments is sketched in the in-

sets in Figs. 1 and 2. Samples were excited by the laser
beam lying in the (xz) plane at the angle of incidence
θ0, varied between −30◦ to +30◦, with respect to the
layer normal z ‖ [001]. Both the current components
perpendicular, jy, and parallel, jx, to the plane of inci-
dence were investigated. The corresponding photocur-
rents were measured by the voltage drops, Ux(y), picked
up across a 1MΩ (cw measurements) or 50 Ω (pulsed
measurements) load resistors. To record the signal in
both cases, a lock-in amplifier and digital oscilloscope
were applied, respectively. Complimentary transmission
measurements were performed applying cw laser operat-
ing at the frequencies f = 1.63 or 2.54THz and the Golay
cell as a sensitive radiation detector. These measure-
ments were done at normal incidence of radiation using
linearly polarized as well as right-handed (σ+) and left-
handed (σ−) circularly polarized light obtained by λ/4-
plates. Samples were mounted in a temperature variable
magneto-optical cryostat. Experiments were carried out
in the temperature range between 4.2 and 120K and the
magnetic field up to 7T applied along z-direction.

RESULTS

We start with the data obtained at rather high tem-
peratures (above ≈ 20K) and applying low power radi-
ation of cw laser operating at f = 2.54THz. Exciting
the sample with linearly polarized radiation at oblique
incidence[22] and sweeping magnetic field, we observed a
resonant photosignal with the maximum at |Bc| = 2.3T,
see Figs. 1 and 2. The resonant photoresponses are de-
tected in both perpendicular and parallel to the light in-
cident plane directions. However, the signal parities are
different: In the former case (Uy) it is odd (Fig. 1) while
in the latter case (Ux) it is even (Fig. 2) in the mag-
netic field Bz. As an important result, the magnitude of

FIG. 1: Photosignal Uy normalized by the radiation power
P excited by linearly polarized light (s-polarization) with f
= 2.54 THz as a function of the magnetic field Bz, incidence
angle θ0 = 200. The left inset shows the experimental geom-
etry. The right one presents the field dependences for s- and
p-polarized radiation.

FIG. 2: Photosignal Ux normalized by the radiation power
P excited by linearly polarized (p-polarization) light with
f = 2.54 THz as a function of the magnetic field Bz, inci-
dence angle θ0 = 200. The top inset shows the experimental
geometry. The bottom one demonstrates magnetic field po-
sitions, Bc, of the resonant photosignals induced by the cw
(f = 2.54THz) and pulsed laser systems as a function of the
photon energy Eph obtained at T = 4.2K.

the resonances is almost independent of the orientation
of the radiation electric field vector Eω with respect to
QW plane. The photocurrents excited by the radiation
polarized in the QW plane (s-polarization, Eω ‖ y) and
the field with the orthogonal polarization (p-polarization,
Eω,z 6= 0) are shown in the inset in Fig. 1.

In the temperature range between 20 and 100K, the
resonances are well described by the Lorentz functions,
whose magnitude increases with a decrease of the temper-



3

FIG. 3: Magnetic field dependence of Uy/P for linearly polar-
ized radiation of f = 2.54THz and different temperatures T .
The data for T < 80 K are consistently shifted by +0.1mV/W
for each step in temperature. Inset shows photovoltage res-
onance observed at 4.2K under high power excitation of the
pulse laser, f = 3.31THz. The signal Uy in the inset is nor-
malized by the maximum detected signals, Uy,max.

ature. For lower temperatures, T < 20K, the magnetic
field behavior of the photocurrent becomes more compli-
cated. Figure 3 shows that now the photosignal oscillates
upon variation of magnetic field. The amplitude of the
oscillations increases with rising Bz achieves a maximum
at Bz ≈ Bc and decreases for higher magnetic fields.
Analysis of the data reveals that the oscillations are pe-
riodic with 1/Bz. This is shown in Fig. 4 demonstrating
a linear dependence of the inverse magnetic field posi-
tions, 1/Bmax, of the photosignal maxima on an integer
index N . Additional magneto-transport measurements
demonstrate that the period of the observed oscillations
is twice as that of the Shubnikov-de Haas oscillations
(SdH), see Fig. 4. At substantially higher radiation in-

tensities obtained applying pulsed terahertz laser, the os-
cillations vanish even at low sample temperatures, see
inset in Fig. 3.

FIG. 4: Oscillation maxima of the photocurrent and SdH
oscillations measured at T = 4.2K are assigned an integer in-
dex N . Their 1/B-field positions are plotted versus the index.
The inset shows the longitudinal resistance Rxx(Bz) measured
in the van der Pauw geometry for a constant current of 1µA.
Note, that the SdH oscillations are superimposed by a high
background signal resulting from the parallel conductance of
the δ-doping layer in the AlInSb barrier which is well known
for InSb/AlInSb QWs.[23, 24]

The magnetic field Bc corresponding to the resonance
versus the photon energy are shown in the inset in Fig. 2.
The linear scaling of Bc with the radiation frequency,
almost Lorentz shape of the resonance, and the mag-
nitudes of Bc indicate that the resonances are caused
by the cyclotron absorption of radiation. This conclu-
sion is supported by the magnetic field dependence of
the radiation transmission measured for normally inci-
dent radiation of the cw laser. Figure 5 shows that
the data obtained for linearly and circularly polarized
radiation with f = 2.54THz have a characteristic cy-
clotron resonance behavior: While for left-handed (right-
handed) polarized light the transmission shows a sharp
decrease at Bc ≈ -2.3T (+2.3T) only for one magnetic
field polarity, for linear polarization the dips in the trans-
mission are observed for both magnetic field polarities
and the dip magnitudes are reduced by the factor of
two. Additional measurements applying cw laser radi-
ation with f = 1.63THz prove that the resonance po-
sition shifts linearly with the radiation frequency as it
is expected for the cyclotron resonance, see the inset in
Fig. 5. The effective mass calculated from the CR is
m∗ = 0.025 ·m0 being in a good agreement with the lit-
erature data on similar structures.[14, 15, 25] Momentum
relaxation time determined from the resonance width
(1.1 · 10−12 s) is found to be close to that obtained from
the transport measurement also carried out at 4.2K and
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yielding τp = 1.3 · 10−12 s.

FIG. 5: Magnetic field dependence of the normalized trans-
mission for right and left circularly as well as linearly polarized
radiation at normal incidence of light. The transmitted radi-
ation power is normalized by that at zero magnetic field. The
data are obtained for T = 4.2K. The inset shows transmission
curves for two radiation frequencies of the cw laser.

SYMMETRY ANALYSIS

Photocurrents induced by homogeneous excitation of
QW structures with terahertz radiation can generally be
caused by photogalvanic effects (PGE), resulting from an
asymmetry of the carrier photoexcitation/scattering in
k-space, or photon drag effects (PDE), originating from
the transfer of the photon momentum q to free carriers
(see e.g. [26–28]). We start with the symmetry analy-
sis of both effects and demonstrate that the observation
of the photocurrent for s-polarized radiation allows us
to exclude PGE as a possible origin of the photocurrent
and, consequently, indicates that the current is caused by
the photon drag effect. PGE and PDE are phenomeno-
logically described by equation which couples dc electric
current with the amplitude and wave vector of the elec-
tromagnetic field inside the medium. To second order in
the field amplitude (linear regime in the radiation inten-
sity) and first order in the wave vector, such equation has
the form[26, 27]

jα =
∑

βγ

χαβγ(B)Eω,βE
∗
ω,γ +

∑

βγδ

φαβγδ(B) qβEω,γE
∗
ω,δ ,

(1)
where j is current density, Eω is the complex amplitude
of the electric field of THz wave

E(r, t) = Eωe
iq·r−iωt +E∗

ωe
−iq·r+iωt , (2)

q is the photon wave vector, and the indices α, β, γ,
δ enumerate the Cartesian components. The third rank

tensor χαβγ and the forth rank tensor φαβγδ describe
the photogalvanic effects and photon drag effects, respec-
tively. Their components may depend on static magnetic
field B.
Our experiments are carried out on (001)-grown quan-

tum wells which are described by the C2v point group.
For these structures subjected to the magnetic field B

parallel to the growth direction z, the first term in the
right-hand side of Eq. (1) is given by[29]

jPGE
x = χxxz(Bz)Eω,xE

∗
ω,z + χxyz(Bz)Eω,yE

∗
ω,z + c.c.

jPGE
y = χyyz(Bz)Eω,yE

∗
ω,z + χyxz(Bz)Eω,xE

∗
ω,z + c.c. ,

(3)

where χxxz(Bz) and χyyz(Bz) are even functions of the
magnetic field, χxyz(Bz) and χyxz(Bz) are odd functions,
and x ‖ [11̄0] and y ‖ [110] are the in-plane axes. Equa-
tions (3) show that all contributions of the photogalvanic
effect requires a nonzero component of the radiation elec-
tric field along the growth direction, Eω,z. Thus, the
observation of the substantial photocurrent excited by s-
polarized light (Eω,z = 0), rules out the photogalvanic
effect as an origin of the observed resonant photocurrent
(see inset in Fig. 1).
Now we turn to the photon drag effect described by the

second term in the right-hand side of Eq. (1). Symmetry
analysis shows that, in contrast to photogalvanics, pho-
ton drag effect is allowed for both s- and p-polarizations.
In the case of s-polarized radiation and the (xz) incidence
plane, i.e., for the Eω ‖ y, the current density is given by

jPDE
x = φxxyy(Bz) qx|Eω,y|

2

jPDE
y = φyxyy(Bz) qx|Eω,y|

2 , (4)

where φxxyy(Bz) is an even function of the magnetic field
and φyxyy(Bz) is an odd function. Consequently, we ob-
tain that the longitudinal photocurrent (jx) is even in the
magnetic field and the transverse one (jy) is odd. Similar
results are obtained for p-polarized radiation.
Polarization dependence and different parity of mag-

netic field dependences of longitudinal and transverse
photocurrent components, together with the negligible
contribution of the photogalvanic effect, suggest that
the photocurrent is dominated by the photon drag ef-
fect whose microscopic theory is considered in the next
section.

MICROSCOPIC THEORY

We now turn to microscopic mechanisms responsible
for the photocurrent generation. To that end we de-
velop a quasi-classical theory of the cyclotron-resonance-
assisted photon drag effect. Such a description is rele-
vant to our experiments where highly doped InSb/InAlSb
quantum wells with the Fermi energy about 50meV are
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exited by terahertz radiation with photon energies at
least an order of magnitude smaller. In this approach,
the second order response is calculated in the framework
of the Boltzmann kinetic equation for the electron distri-
bution function f(p, r, t) in the momentum, coordinate,
and time spaces:

∂f

∂t
+v ·

∂f

∂r
+e

(

E(r, t) +
1

c
[v ×B(r, t)]

)

·
∂f

∂p
= St [f ] ,

(5)
where v = p/m∗ is the electron velocity, e is the electron
charge, B(r, t) = B +Bωe

iq·r−iωt +B∗
ωe

−iq·r+iωt is the
total magnetic field consisting of the static field B ‖ z
and alternating magnetic field of the THz wave with the
magnitude Bω , and St [f ] is the collision integral.
The electric current density is given by the stan-

dard equation j = 2e
∑

p
v f(p, r, t), where a factor

of 2 accounts for spin degeneracy. The dc photore-
sponse is determined by the nonequilibrium corrections
to the distribution function which are proportional to
Eω,‖Bω,z and q‖E

2
ω,‖, where the symbol “‖” denotes the

in-plane components. The terms yield two contributions
to the current: (i) due to the dynamic Hall effect re-
sulting from the joint action of electric and magnetic
fields of the radiation[32] and (ii) due to spatial oscil-
lations of the electric field and, consequently, electron
distribution[33]. They were consistently considered for
bulk materials[33] and two-dimensional systems with lin-
ear dispersion.[34, 35] Note that the former contribution
can be also rewritten via the photon wavevector giving
q‖E

2
ω,‖, since the amplitudes of electric and magnetic

fields in the plane wave are coupled byBω = c[q×Eω]/ω.
Application of the static magnetic field B ‖ z, besides
deflecting the current due to the Hall effect, leads to
the drastic enhancement of the photon drag effect at
cyclotron resonance. Estimations for the resonant pho-
tocurrent in InAs/GaSb structures is given in Ref. 39.
The details of calculations are as follows. We solve

the kinetic equation Eq. (5) by expanding the distribu-
tion function f(p, r, t) in the Fourier series of frequency,
angular in the momentum space, and spatial harmonics

f =
∑

n,m,l

fn,m,l(p) exp(−inωt+ imϕp + ilq‖ · r) , (6)

where ϕp = arctan(py/px) is the polar angle of the
vector p. Note that in thermal equilibrium, the
distribution function is described by the harmonic
f0,0,0(p) = {1 + exp[(εp − EF )/kBT ]}

−1, with εp =
p2/(2m∗) being the electron energy, EF the Fermi en-
ergy, and T the temperature, while all other harmonics
vanish. For elastic or quasi-elastic electron scattering
by impurities or phonons, the collision integral takes the
form

St[f ] = −
∑

n,l

∑

m 6=0

fn,m,l(p)

τm
exp(−inωt+imϕp+ilq‖ ·r),

(7)

where τm is the relaxation time of the m-th angular har-
monic of distribution function. In the Fourier series rep-
resentation, Eq. (5) has the form of linear equation sys-
tem for the harmonics fn,m,l(p)

Γn,mfn,m,l − i
m e

cm∗

(

Bωf
n−1,m,l−1 +B∗

ωf
n+1,m,l+1

)

+
eEω

2
·
(

o−K̂
m
− fn−1,m−1,l−1 + o+K̂

m
+ fn−1,m+1,l−1

)

+
eE∗

ω

2
·
(

o−K̂
m
− fn+1,m−1,l+1 + o+K̂

m
+ fn+1,m+1,l+1

)

+ i
lvq‖
2

(

o−f
n,m−1,l + o+f

n,m+1,l
)

= 0 , (8)

where Γn,m = 1/τm − inω − imωc, ωc = eBz/(m
∗c)

is the cyclotron frequency, o± = ox ± ioy, ox

and oy are the unit vectors along x and y, respec-

tively, K̂m
± = ∂p ± (m± 1)/p. Straightforward calcula-

tions show that, for q‖‖x and degenerate electron gas,
the components of the drag current density have the form

jpdx = Re(j̃) , jpdy = − Im(j̃) , (9)

where

j̃ =
q‖e

3|Eω,‖|
2 ns

ωm∗2

τp
1− iωcτp

∑

±

{

τp
1± ξ3

1 + (ω ± ωc)2τ2p

+
1

2

τ ′pEF

1− iωcτp

[

(

ξ1 − iξ2
1 + i(±ω − ωc)τp

+
1± ξ3

1 + i(±ω + ωc)τp

)

±
iωτ2(1∓ ξ3)

[1 + i(±ω − 2ωc)τ2][1 + i(±ω − ωc)τp]

]}

, (10)

ns = m∗EF /(π~
2) is the electron density, τp ≡ τ1 is mo-

mentum relaxation time, τ ′p = dτp(EF )/dEF , parameters
ξ1, ξ2, and ξ3 are determined by polarization state of ra-
diation and connected to the Stokes parameters.[36] The
parameters are given by ξ1 = (|Eω,x|

2 − |Eω,y|
2)/E2

ω,‖,

ξ2 = (Eω,xE
∗
ω,y+E∗

ω,xEω,y)/E
2
ω,‖, and ξ3 = i(Eω,xE

∗
ω,y−

E∗
ω,xEω,y)/E

2
ω,‖, the latter one reflecting the radiation

helicity. Equation (10) shows that the photon drag cur-
rent consists of two contributions: one being proportional
to τp (first term in the curly brackets) and the other to
the first derivative τ ′p. It is remarkable that, while the
first contribution exhibits the resonance at CR, i.e., for
ω = ωc, the second one has an additional resonance at
the double frequency, ω = 2ωc, where the radiation ab-
sorption does exhibit this peculiarity. Dependence of the
drag current on the polarization parameters ξ1 and ξ2 in
two-dimensional systems with parabolic energy spectrum
arises to the extent of energy dependence of the momen-
tum relaxation time. At the same time, the strong de-
pendence of the photocurrent on radiation helicity results
from the circular dichroism of the cyclotron-resonance
absorption.
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Finally, for the case of weak energy dependence of the
momentum relaxation time, i.e., τ ′p ≪ τp/EF , which is
relevant for short-range scattering,[37] and linearly po-
larized radiation, Eq. (10) reduces to

jpdx =
q‖e

3|Eω,‖|
2 ns

ωm∗2

τ2p
1 + (ωcτp)2

∑

±

1

1 + (ω ± ωc)2τ2p
,

jpdy = −ωcτpj
pd
x . (11)

In the next section we analyze this result, compare it
with experimental data and show that it describes well
all experimental findings.

DISCUSSION

The above theory is developed in the assumption of
a weak electron gas heating which is relevant to our ex-
periments applying low-power radiation of the cw laser.
In these measurements, the corresponding photocurrents
have been detected by the voltage drops, Ux,y, picked
up across a 1MΩ load resistors being much larger than
the resistance of the QW structures. To obtain Ux,y

from Eq. (11) we find the steady-state distribution of the
electric potential Φ(r) by solving the continuity equa-
tion div j = 0 with boundary conditions setting the zero
electric current across the sample edges. Here the total
electric current, j, is written in the form

jα = jpdα −
∑

β=x,y

σαβ∇βΦ , (12)

where jpdα is the local current density given by Eq. (11),
the second term describes the drift current, σxx = σyy =
σ0/[1 + (ωcτp)

2], σxy = σyx = −ωcτpσ0/[1 + (ωcτp)
2]

are the components of the conductivity tensor in a static
magnetic field, σ0 = ne2τp/m

∗ is the zero-field conduc-
tivity.

FIG. 6: Sample and contact dimensions in millimeters. Gray
circle shows the laser spot located in the center of the sample.
The spot has the Gaussian profile of about 2mm diameter.
Voltage drops Ux and Uy are measured between opposite con-
tacts.

Figures 7 and 8 show calculated dependences of the
photovoltages Ux,y on the magnetic field. The calcula-
tions are carried out for the momentum relaxation time,

τp = 1.1 · 10−12 s and the effective mass m∗ = 0.025 ·m0

both obtained by the transmission measurements, the in-
cidence angle θ0 = 20◦; the sample dimensions, the po-
sition of the contacts[38] and the Gaussian laser beam
profile are shown in Fig.6. Comparison of the results
of Figs. 7 and 8 with the corresponding experimental
data shown in Figs. 1 and 2 demonstrates that all es-
sential features of the observed photocurrent are well
described by the microscopic model of the cyclotron-
resonance-assisted photon drag effect. In particular, for
linearly polarized radiation, Uy and Ux are described by
the odd and even functions of the magnetic field. Esti-
mations of the photovoltage magnitude, carried out af-
ter Eqs. (11) and (12) and using parameters determined
from the transport and CR transmission measurements,
yield Ux = 0.05mV/W for degenerate 2DEG, which is
in good agreement with the value obtained in the exper-
iments. Both the theory and experiment show that the
photocurrent at the cyclotron resonance is enhanced by
more than 50 times as compared to the one excited at
zero field, Figs. 1, 2, 7, and 8. Note, that in another
narrow band material, InAs/GaSb QWs, only a weak
resonance with an amplitude comparable to that at zero
magnetic field has been detected.[39]

Solution of Eq. (12) with currents given by Eqs. (11)
allows us to fit photovoltage data and obtain the mo-
mentum relaxation times which found to be equal to
0.9 · 10−12 and 0.7 · 10−12 s for T = 50 and 80K, re-
spectively. The former value and the reduction of the
relaxation time with the temperature increase are in a
good agreement with the magneto-transport measure-
ments. Moreover, our data provide even deeper insight
in the scattering mechanisms. Indeed, the experimental
data are well described by the calculations after Eqs. (11)
and (12) obtained assuming a weak energy dependence of
the momentum relaxation time, i.e., τ ′p ≪ τp/EF . The
validity of this assumption manifests itself in the mag-
netic field dependence of the photocurrent, see Figs. 1
and 2, which does not show any peculiarities atB = Bc/2
at which for the opposite unequality an additional reso-
nance should appear, see Eqs. (10).

Finally, the calculations show that the amplitudes of
the resonance are nearly the same for s- and p-polarized
radiation, which agrees well with experimental findings,
see Figs. 1 and 2. Indeed, the polarization dependence
of the photon drag current for energy-independent relax-
ation time is described by |Eω,‖|

2, see Eqs. (11), which
for s- and p-polarizations are given by |Eω,‖|

2 = 2πt2sI0/c
and |Eω,‖|

2 = 2πt2pI0 cos
2 θ/c, respectively. Here, ts

and tp are the amplitude transmission coefficients for s-
and p-waves, I0 is the radiation intensity, θ is the an-
gle of refraction related with the incidence angle θ0 by
sin θ = sin θ0/nω, and nω is the refraction index. Conse-
quently, for small angles of incidence with cos θ ≈ 1 and
tp ≈ ts, the fields |Eω,‖| and the resulting photocurrents
are close to each other for the considered polarization
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FIG. 7: Theoretical dependences of Uy/P on magnetic field
for s-, p- and σ+-polarizations.

FIG. 8: Theoretical dependences of Ux/P on magnetic field
for s-, p- and σ+-polarizations.

states. Figures 7 and 8 also show the photocurrent ex-
cited by right-handed, σ+, circularly polarized radiation.
It is seen that, as expected for CR, here the resonant sig-
nal is generated for one magnetic field polarity only (pos-
itive Bz) and that its magnitude is enhanced by factor 2
compared to that excited by linearly polarized radiation.

Now we briefly address the observed oscillations of the
photocurrent. The oscillations have been detected at low
temperature and applying cw laser radiation only. They
correlate with the Shubnikov – de Haas oscillations and
vanish at high lattice or electron temperature. The latter
has been proved applying pulsed high power radiation
resulting in a strong electron gas heating, which mani-
fests itself in the substantial photoconductive signal.[27]
In this particular case, even at T = 4.2K we only de-
tected the resonant photocurrent. The correlation with
SdH indicates that the resonances are caused by periodic
modification of the electron scattering, however the de-
tailed mechanism of the oscillating photocurrent remains
unclear and requires further experimental and theoretical
studies. In particular, the observed two times difference

in the oscillation frequencies should be explored.

SUMMARY

Our observations demonstrate that in InSb/InAlSb
QWs the photon drag effect resulting from the transfer of
photon momentum to free electrons is strong under cy-
clotron resonance conditions. The microscopic theory of
the photon drag effect in two-dimensional electron sys-
tems with parabolic energy spectrum developed in the
framework of Newton equations of motion and Boltz-
mann kinetic equation for the distribution function de-
scribes well all experimental findings. The observed effect
provides complimentary method to study details of the
band structure and carrier dynamic in InSb-based two
dimensional structures. In particular, almost identical
Lorentz profiles and the resonance positions observed in
the experiments on photocurrent excited by low power
THz excitation and radiation transmission, demonstrate,
that the photon drag effect can be applied for measur-
ing of the effective mass. Since a large photoresponse
is observed at high temperatures and should also yield
well detected signals for the structures with a low car-
rier density, this method can be used even under the
conditions where transmission signals are unresolvable.
Furthermore, our analysis shows that investigating the
resonance photocurrent at magnetic fields equal to a half
of Bc one can study the energy dependence of the mo-
mentum relaxation time, gaining information not easily
accessible by other experimental methods.
The financial support from the DFG (SFB 689), the
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